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ABSTRACT
Photo-induced current transient spectroscopy (PICTS) and electron paramagnetic resonance (EPR) are used to study
irradiation-induced defects in high-purity semi-insulating (HPSI) 4H-SiC. Several deep levels with the ionization
energy ranging from 0.1 eV to ~1.1 eV have been observed in as irradiated and annealed samples by PICTS. Among
these, two deep levels, labeled E370 and E700 at ~0.72 eV and ~1.07 eV below the conduction band, respectively, are
detected after high-temperature annealing. The appearance and disappearance of these two deep levels and the EPR
signal of the positive C antisite-vacancy pair (CSiVC+) in the sample annealed at 1000 °C and 1200 °C, respectively,
are well correlated. Based on data from PICTS and EPR and the energies predicted by previous calculations for
different charge states of dominant intrinsic defects, the E370 and E700 levels are suggested to be related to the charge
transition level (0|–) and (+|0), respectively, of the C antisite-vacancy pair. The activation energy of Ea ~1.1 eV in
commercial HPSI 4H-SiC materials is therefore reassigned to be related to the single donor (+|0) level of CSiVC.
successfully used for identification of deep levels related
to the C vacancy (VC) in the single positive (VC+) [6] and
double negative (VC2−) charge states [6,7]. However, it
requires a huge effort in growing thick epilayers (at least
~100 µm thick) and removing the substrate.
Recently, DLTS has been used in combination with
photoluminescence (PL) for identification of defects
[8,9]. However, the correlation in concentration between
a DLTS defect and a PL center is challenging for several
reasons. DLTS defection is limited only within a thin
layer while PL will detect the whole thickness of the
sample, including the substrate if using below bandgap
excitation. Samples used for DLTS are usually irradiated
with low irradiation doses and, hence, contain low
concentrations of defects (typically in the 1013 cm−3
ranges). The PL signals in such samples are usually
weak, especially in the cases of proton irradiation or ion
implantation when defects are mainly created at the
stopping layer. Also, the PL intensity depends on the
stability of the charge state of the defect, the competition
between recombination channels, and the choice of
excitation wavelength.
With deep levels acting as efficient carrier
compensation centers, intrinsic defects have been used
for creation of high-purity semi-insulating (HPSI) SiC
substrates for high-frequency power devices [10-12]. In
such HPSI material with the Fermi level located near the
middle of the bandgap, EPR can access different charge
states of defects and has been used for identification of
intrinsic defects responsible for the SI-properties of the

I. INTRODUCTION
Silicon carbide (SiC) is a mature wide bandgap
semiconductor for high-power, high-frequency, hightemperature devices [1,2]. In the most common polytype,
4H-SiC, intrinsic defects, including vacancies and their
associated complexes, are predicted to have their
different charge states located within the bandgap [3].
For most of these defects, their negative charge states
locate in the upper half of the bandgap, acting as deep
electron traps and have strong influence on the electrical
and optical properties of the material.
Many deep level defects have been reported in 4HSiC by deep level transient spectroscopy (DLTS) [4,5].
However, for most of them the origin has not been
identified due to difficulties in correlation between DLTS
and other experimental techniques that can provide
information on the microscopic model of defects, such as
electron paramagnetic resonance (EPR). Some of the
charge states of vacancies and their associated
complexes, such as the divacancy and antisite-vacancy
pairs, are paramagnetic and can be studied by EPR.
However, combination of DLTS and EPR is difficult
since DLTS probes only defects in a thin epilayer with
typical concentrations in the 1013 cm−3 ranges, which is
below the detection limit of EPR. Moreover, EPR
measures the whole sample including the highly doped
n-type substrate. This problem can be overcome using
thick freestanding epilayers, which allow a direct
correlation between EPR and DLTS as has been
1
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materials [13]. However, DLTS is not applicable for
HPSI materials due to too high resistivity.
In this work, we use photo-induced current transient
spectroscopy (PICTS) and EPR to study deep levels in
electron-irradiated HPSI 4H-SiC. There have been
several reports on PICTS observation of deep level
defects in 4H- [14] and 6H-SiC [15,16]. The problem of
high resistivity of irradiated HPSI materials can be
overcome by measuring the photo-induced current in
PICTS. With focusing on vacancy-related complexes,
that require annealing at relatively high temperatures to
form, we use irradiated and annealed HPSI 4H-SiC
samples, in which interstitial-related defects are annealed
out for reducing the overlap of signals from many deep
levels in PICTS spectra. Deep level centers with the
activation energy ranging from ~0.1 eV to ~1.1 eV in
HPSI 4H-SiC samples created by irradiation and
annealed at different temperatures up to 1600 °C have
been observed by PICTS. The assignment of these deep
levels based on PICT and EPR data is discussed.

at different temperatures (600-1600 °C) measured in the
temperature range 100-400 K. The PICTS spectrum
measured in the sample annealed at 400 ℃ is not shown
since we do not observe any noticeable changes after
annealing at 600 ℃. For all the spectra, the current
transient is analyzed using the weighting function
described by Tokuda and co-workers [18] with the time
constant at the peak temperature being 3.8 ms.
After annealing at 600 ℃, the PICTS spectrum
shows four distinguished peaks, labeled by the
temperature at their maximum E150, E200, E270 and
E340, and a shoulder of the strong E270 peak at ~250 K
(Fig. 1). The E200 peak is too weak to be characterized.
After annealing at 1000 °C, new peaks appear at 110 K,
160 K, 310 K and 370 K; the E250 and E270 peaks get
stronger, while the peaks E150 and E340 have either
disappeared or merged with nearby stronger peaks E160
and E370, respectively. After annealing at 1200 °C, a
new peak at 380 K appears while others decreases and
the E370 peaks is not seen in the spectrum. With
increasing the annealing temperature to 1400 °C, the
E110 and E160 peaks increase while others are reduced
in intensity (E250 and E270) or disappear (E380). After

II. EXPERIMENTAL DETAILS
The material used in this work is commercial HPSI
4H-SiC wafers, in which the C vacancies and divacancy
(VCVSi) are dominating defects [13]. The irradiation with
2 MeV electrons was performed at room temperature to
a fluence of 1×1017 cm−2. After irradiation, the wafer was
cut into two sets of samples. The annealing was
performed in Ar ambient at different temperatures in the
range 200-1600 ℃. One set of samples is used for PICTS
and the other is used for EPR.
For PICTS measurements, Schottky and ohmic
contacts with a diameter of 1 mm were made by
evaporation of Ni and Al, respectively. The thickness of
the Ni contacts is less than 10 nm, allowing the
transmission of ultraviolet (UV) light excitation from a
light-emitting diode (LED). Usage of the transparent
Schottky contact enhance the signal to noise ratio of
PICTS measurements [17]. The width of the UV light
pulses is 10 ms.
EPR measurements were performed on a Bruker
E500 X-band (~9.4 GHz) equipped with a continuous
He-flow cryostat, allowing a regulation of the sample
temperature from 4-300 K.
III. PICTS AND EPR RESULTS
A. PICTS
We notice that no clear peaks have been detected in
as-irradiated samples and in samples annealed at 200 ℃.
This is due to a too strong background signal created by
many radiation-induced defects so that the contribution
to the current from individual deep levels at a certain
temperature is not noticeable. The distinguished PICTS
peaks appear in samples annealed at 400 ℃. Fig. 1 shows
the PICTS spectra in irradiated samples after annealing

FIG. 1. PICTS spectra in HPSI 4H-SiC irradiated by 2
MeV-electrons to a dose of 1×1017 cm−2 and annealed at
different temperatures measured in the temperature
range 100-400 K. The peaks in samples annealed at 600
°C are also detected in samples annealed at 400 °C. The
current transient is analyzed using the weighting function
as used in Ref. [18] with the time constant at the peak
temperature for all the PICTS spectra being 3.8 ms. The
sample was excited by light pulses from an UV LED (365
nm, 1 mW power).
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FIG. 3. EPR spectrum in as-irradiated HPSI 4H-SiC
measured for the magnetic field along the c-axis (B||c)
in darkness, showing the dominant signals from the EI3
center [19] and the positive C vacancy VC+. The weak
signal EI4 is from a VC-related complex [22], which
already present in as-grown HPSI materials. Five other
weak pairs of lines (indicated by arrows with different
colors) are from unidentified centers with spin S=1. The
inset shows the VC+ signal and the 29Si hf structure of
VC+(k) in an extended magnetic field scale. The sharp
and weak line close to the VC+ line on the high-field side
is from an unidentified defect.

FIG. 2. PICTS spectra in HPSI 4H-SiC irradiated by 2
MeV-electrons to a dose of 1×1017 cm−2 and annealed at
different temperatures measured in the temperature
range 400-750 K. The spectrum in the sample annealed
at 1600 °C is shown in a 1/10 scale. The sample was
excited by light pulses from an UV LED (375 nm, 15 mW
power).

annealing at 1600 °C, the E110 and E160 peaks are no
longer detected and the E250 and E270 peaks are reduced
further while two new peaks appear at 140 K and 180 K.
The activation energy Ea and the capture cross section σ∞
of the observed PICTS peaks are given in Table I.
The above-mentioned samples were measured again
in a higher temperature range 400-750 K. Their PICTS
spectra are shown in Fig. 2. Among these samples, only
the sample annealed at 1000 °C shows a new peak at 700
K, labeled as E700. This peak disappears after annealing
the sample at 1200 °C. Its activation energy and capture
cross section are also given in Table I.

labeled EI4, are related to the complex between a C
antisite-vacancy pair and a C vacancy at a third neighbor
of the C antisite in the neutral charge state (VC-CSiVC)0
[22]. The EI4 center is already present in unirradiated
HPSI materials. In addition, other four unidentified
centers with spin S=1 (indicated by arrows with different
colors) are observed. The sharp and weak line close to
the VC+ line on the high-field side is from an unidentified
defect.
After annealing at 600 °C, the signals of EI3 and
some other centers with spin S=1 are annealed out while
the VC+ signal is still dominant in the spectrum (Fig. 4).
The signals of the EI4 center and other two centers with
spin S=1, one with the largest zero-field splitting (ZFS)
of ~696 G (indicated by red arrows) and the other with a
ZFS of ~180 G (indicated by green arrows), become
stronger. The left inset shows the VC+ signal and the 29Si
hf structure of VC+(k), and a weak signal of a C1h
configuration of the positive C antisite-vacancy pair
(CSiVC+) center, CSiVC+(hk) [23]. With reducing the MW
power by a factor of two to 1 mW, all four configurations
of CSiVC+ can be partly resolved as shown in the right
inset of Fig. 4.
In the sample annealed at 1000 °C, the strong signal
of CSiVC+ is detected (Fig. 5). Two weak pairs of lines

B. EPR
The EPR spectrum in an as-irradiated sample
measured at 80 K for the magnetic field along the c-axis
(B||c) in darkness is shown in Fig. 3. The pair strong lines
in this EPR spectrum are from the EI3 center with a spin
S=1 [19]. This center is annealed out at low temperatures
(~240 °C) [20]. The other strong line at the center is from
the positive C vacancy (VC+) [21]. At this microwave
(MW) frequency, the signals of the VC+ center occupying
the hexagonal (h) and quasi-cubic (k) lattice sites are
overlapped. The inset shows the 29Si hyperfine (hf) lines
of VC+(k) arisen from the interaction between the electron
spin and the nuclear spin of a 29Si (I=1/2, 4.67% natural
abundance) occupying one of four nearest Si neighboring
of the C vacancy (the Si1 atom along the c-axis and three
equivalent Si2-4 atoms in the basal plane). The weak lines,
3
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FIG. 4. EPR spectrum in irradiated HPSI 4H-SiC after
annealing at 600 °C measured at 80 K for B||c in
darkness. The VC+ line is still dominant in the spectrum
showing a strong signal of the positive C vacancy VC+
[21]. The EI4 lines and two pairs of lines, one with the
largest splitting of ~696 G (indicated by red arrows) and
the other with a splitting of ~180 G (indicated by green
arrows) in the as-irradiated sample in Fig. 3 become
stronger. The left inset shows the VC+ line and the 29Si hf
structure of VC+(k). With reducing the MW power by a
factor of two to 1 mW and increasing the field resolution
(~10 data points/G), partly resolved lines from the four
configurations of the CSiVC+ center can be seen as shown
in the right inset.

FIG. 5. EPR spectrum in irradiated HPSI 4H-SiC after
annealing at 1000 °C measured at 20 K for B||c in
darkness, showing a strong signal of the positive C
antisite-vacancy pair CSiVC+ [23]. The pair of lines with
the largest splitting (~696 G) in as-irradiated sample in
Fig. 3 becomes stronger (indicated by arrows). The left
inset shows the central part of the spectrum measured
at 30 K with a higher field resolution (~10 data points/G),
where two partly resolved lines from the (hh) and (kh)
configurations of CSiVC+ and their 29Si hf lines can be
seen. The right inset shows the VSi− center [24]
measured at 293 K in darkness with an opposite
modulation phase (90°), a lower MW power (0.6325
mW) and a lower field modulation (0.6 G).

with splitting of ~180 G and ~333 G (indicated by green
and black arrows, respectively) are from unidentified
defects with spin S=1. The signals from the VC+ and EI4
centers are not detected in darkness but appear under
illumination (not shown). We notice that in darkness,
only two configurations of the CSiVC+ defect with the C
vacancy occupying the hexagonal (h) lattice site,
CSiVC+(hh) and CSiVC+(kh) [23], are observed as can be
seen in the inset of Fig. 5. These two partly resolved lines
are identified by their g-values and hf structures arisen
from the interaction between the electron spin and the
nuclear spin of one 29Si occupying one of three nearest Si
neighbors of the C vacancy [23]. The right inset shows
the spectra of the negative Si vacancy (VSi−) [24] at
inequivalent lattice sites k and h (the low- and high-field
lines of VSi−(h) is overlapped with the 29Si hf lines of the
central line of the spin S=3/2 center [25,26]) measured at
293 K with an opposite modulation phase (90° or out
phase is an optimum phase for detection of the VSi−
signal). (The VSi− signal is saturated and not seen in the
main spectrum since it is detected with 0° modulation
phase and a high MW power of 2 mW.)
Figure 6 shows EPR spectra in samples annealed at
1200, 1400 and 1600 °C measured in darkness at 80 K

for B||c. After annealing at 1200 °C, the CSiVC+ signal
disappears, while the signals of VC+ and EI4 centers
reappear. A weak signal of a spin S=1 center with the
ZFS of ~180 G (indicated by green arrows) is still
observed [Fig. 6(a)]. This center is also detected in other
samples annealed at lower temperatures. The VC+ signal
decreases further but is still clearly detected after
annealing at 1400 °C [Figs. 6(b)] and becomes very weak
after annealing at 1600 °C [Figs. 6(c)].
IV. DISCUSSION
The EPR observation of various interstitial-related
defects in as-irradiated materials suggests that there
should be a significant contribution to the photocurrent
in PICTS from their deep levels. A high concentration of
vacancy and interstitial-related defects results in a high
background photocurrent that obscures the contribution
from individual deep levels. This may explain why clear
peaks can only be observed by PICTS in samples
annealed at temperatures ~400 °C or higher when most
of interstitial-related defects have been annealed out.
For revealing the origin of the observed deep levels,
let us first compare the PICTS data with previous
reported results. Since PICTS cannot distinguish the
4
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0.7 eV) centers [28], respectively. After annealing at
1000 °C, EPR signal of the Si vacancy is still detected
but much weak (Fig. 5), while in PICTS, the E310 peak
increases (Fig. 1). This may suggest that the if the E150
and E310 peaks are related to S1 and S2, respectively,
then the E310 peak is likely contributed also from
another defect that appears after annealing at 1000 °C.
Considering the ionization energy, the E340 peak at ~EC
– (0.7-0.9) eV may be also related to the S2 level or the
EH4 level (at ~EC – 0.72 eV [29] or ~EC – 1.0 eV [9,30]).
The activation energy (Ea ~ 1.07 eV) of the E700
peak is close to the (+|0) donor level of the CSiVC center
at ~EC –1.1 eV as predicted by DFT calculations [31,32]
and determined by photoexcitation-EPR [33]. For E370
peak, its activation energy (Ea ~ 0.72 eV) is close to the
(0|–) acceptor level of CSiVC predicted by calculations at
~EC – (0.4-0.6) eV [31,32]. Moreover, the appearance
and disappearance of these two PICTS peaks and the
EPR signal of CSiVC+ in the sample annealed at 1000 °C
and 1200 °C, respectively, are well correlated, supporting
the assignment of the E370 and E700 peaks to the (0|–)
and (+|0) levels, respectively, of CSiVC. The absence of
the E700 peak in the sample annealed at 600 °C, in which
the CSiVC+ center has already been observed by EPR, as
shown in the right inset of Fig. 4, may be due to
inappropriate Fermi level. For considering the effect of
the Fermi level on PICTS, let us find out where the Fermi
level locates in the as-irradiated sample and how it
changes with annealing temperature.
It is known that the (+|0) single donor level of the C
vacancy at ~EC – 1.5 eV [6,34] is very close to its (2+|+)
double donor level [~EC – (1.6-1.7) eV] [31,34]. This
means that the C vacancy can be in the single positive
charge state in equilibrium only if the Fermi level locates
at the (2+|+) level or between its (2+|+) and (+|0) levels.
This occurs in HPSI 4H-SiC materials grown by PVT
that have an activation energy of Ea~1.5 eV [11,12]. Such
a material is “p-type like” with a higher concentration of
residual acceptors (the concentration of residual boron
acceptor is higher than that of the residual N donor,
[B]>[N]), which is then compensated by the donor levels
of the C vacancy at ~ EC – 1.5 eV.
The observation of the VC+ signal in darkness in the
as-irradiated sample and in the sample annealed at 600
°C indicates that the Fermi level locates at the donor
levels of VC. Although, the (+|0) donor level of CSiVC (at
~ EC –1.1 eV) lies higher than the donor levels of VC, its
concentration is still not enough to compensate the B
acceptor and the lower-lying acceptor (0|–) of VSi (at ~
EC –1.25 eV [31,32]). Therefore, the donor levels of VC
involve the carrier compensation process, pinning the
Fermi level at its donor levels. This ensures that the
CSiVC, whose (2+|+) level locates at ~EV + (1.3-1.4) eV
or ~EC – (1.9-2.0) eV [31,32], is stable in the single
positive charge state as confirmed by the EPR
observation of all four configurations of CSiVC+ in

FIG. 6. EPR spectra in irradiated HPSI 4H-SiC after
annealing at 1200, 1400 and 1600 °C, measured in
darkness at 80 K for B||c. (a) After annealing at 1200 °C,
the CSiVC+ signal disappears while the signals of the VC+
and EI4 centers are observed again. The spin S=1 center
with a ZFS of ~180 G is still detected (indicated by green
arrows). The signal of VC+ is reduced but their 29Si hf lines
are still detected. After annealing at (b) 1400 °C and (c)
1600 °C, the VC+ signal decreases further but is still
detected. Other S=1 centers are not detectable after
annealing at 1600 °C.

emission to the conduction or the valence band from deep
levels, our assignment of the observed peaks to the
previously reported DLTS levels is based on the
activation energy Ea in both n- and p-type materials and
their thermal stability.
From the obtained activation energy of ~Ea – (0.60.7) eV and the thermal stability, the E270 peak can be
identified as the Z1/2 centers [at ~EC – (0.63-0.68) eV]
[5], which are related to the double acceptor level of the
C vacancy, VC2−, at two inequivalent lattice sites [6,7,27].
The EPR data also show the presence of VC in all
irradiated and annealed samples with the same trend of
reducing concentration with increasing annealing
temperature as seen for the E270 peak.
The PICTS spectrum in samples annealed at 600 °C
is indeed very similar to the DLTS spectrum in irradiated
4H-SiC epilayers reported by David and co-workers [28],
which also contain the Z1/2 center and lower- and highertemperature peaks (S1 and S2, respectively). The S1 and
S2 levels were recently assigned to the triple and double
negative charge states, respectively, of the Si vacancy in
a recent study, that combines data from DLTS,
photoluminescence (PL) and density functional theory
(DFT) calculations [8]. The activation energies of the
peak E150 (~EC – 0.3 eV) and E310 [~EC – (0.5-0.6 eV)]
are close to that of the S1 (~EC – 0.4 eV) and S2 (~EC –
5
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darkness (Fig. 4). The (2+|+) donor level of CSiVC is too
deep to prober by PICTS in the studied temperature
range. Its (+|0) level is a donor level and not an electron
trap and, hence, will not be detected by PICTS if the
Fermi level locates well below. This explains the absence
of the E700 peak in the sample annealed at 600 °C.
After annealing at 1000 °C, the concentration of
CSiVC pair increases and its (+|0) donor level at ~EC –1.1
eV can compensate the B acceptor, the Si vacancy, and
the lower-lying (0|–) and (–|2–) acceptor levels of the
divacancy (VSiVC) (at ~1.3 eV and ~1.2 eV, respectively
[35]), pinning the Fermi level at its (+|0) donor level. The
configurations of CSiVC with higher (+|0) levels will
become positively charged (CSiVC+), while other
configurations with deeper (+|0) levels may remain in the
neutral charge state. This explains why only two
configurations CSiVC+(hh) and CSiVC+(kh) are detected by
EPR in darkness (Fig. 5). This location of the Fermi level
transforms VC+ to VC0 and VSiVC0 to VSiVC2–, explaining
the absence of the EPR signals of VC+ and the neutral
divacancy VSiVC0 [36] in the sample annealed at 1000 °C.
The neutral charge state of CSiVC and its higher lying (0|–
) acceptor state, which is an electron trap, will contribute
to photocurrent, leading to the observation of the E370
and E700 levels in PICTS. This also suggests that the
(+|0) donor level of CSiVC is responsible for the semiinsulating properties of HPSI 4H-SiC materials with an
activation energy Ea ~ 1.1 eV, which was previously
assigned to acceptor levels of either VC or CSiVC [13].
After annealing at 1200 °C, the concentration of
CSiVC is reduced and can no longer to compensate the B
acceptor. The C vacancy then involves in the carrier
compensation process and compensates the rest of B to
pull the Fermi level back to its donor levels, transforming
VC0 to VC+. This explains the reappearance of the VC+
signal in the EPR spectrum.
In a previous PICTS study of as-grown semiinsulating 4H-SiC [14], a deep level (SN6) with an
activation energy of ~1.16 eV has been observed. After
neutron irradiation, it appears as a weak shoulder of other
stronger signals. The SN6 deep level was assigned to the
EH5 level [29] and attributed to the divacancy [14]. In a
recent study by Karsthof and co-workers [9], two
previously reported DLTS levels EH4 and EH5 [29] were
assigned to a PL band in the spectral region of 640-680
nm, which was attributed to the CSiVC0 center by Steed
[37]. In that study [9], the EH4 level (at ~ EC – 0.72 eV
[29]) was redetermined to be at ~ EC – 1.0 eV, and both
EH4 and EH5 (at ~EC – 1.13 eV [29]) were assigned to
the (+|0) level of different configurations of CSiVC.
The EH4 and EH5 DLTS levels are different from
the E700 level that we observed by PICTS, although they
have a similar ionization energy. The concentration of the
EH4 and EH5 centers is found to be highest in asirradiated samples and it decreases with increasing
annealing temperatures in the range 20-1000 °C [9]. The

annealing behavior of EH4 and EH5 is unexpected for a
VSi-related complex defect as CSiVC. Theoretical
calculations predict barriers between 3.6 eV and 4.3 eV
for transformation from VSi to CSiVC and this process
may not occur at temperatures lower than ~600 °C [32].
EPR studies also confirm that the VSi− center does not
change in intensity in the annealing temperature range
20-600 °C [26]. Moreover, EH4 is observed only in
samples irradiated with high-energy electrons while EH5
is a metastable defect and can be created by low-energy
(200 keV) electron irradiation, which can only displace
C atoms and creates C vacancies and C interstitials [38].
Therefore, the assignment of the DLTS levels EH4 and
EH5 to the (+|0) level of different configurations of CSiVC
by Karsthof and co-workers [9] is questionable.
Now we consider possible origins of deep levels with
smaller activation energies and stable at high
temperatures: E110-E250.
Boron is a shallow acceptor in SiC with an activation
energy of ~0.29–0.39 eV [39,40]. It is known to be
present in HPSI 4H-SiC materials with a concentration in
the low 1015 cm−3 range [10-12]. In samples irradiated to
a fluence of 1×1017 cm−2, the B concentration should be
an order of magnitude lower compared to the
concentration of primary intrinsic defects. Its
contribution to the current in PICTS may not be seen in
the strong background current. However, in samples
annealed at high temperatures when interstitials and
vacancies are annealed out or formed complexes, B is
expected to be seen in PICTS. We suggest that the E160
peak with an activation energy of 0.35 eV observed in
samples annealed at 1000 °C and higher temperatures is
related to the shallow boron acceptor.
The D center [40] – a complex of boron with a C
vacancy – is expected to be present in irradiated and
annealed HPSI 4H-SiC samples. Its activation energy
(Ea~ 0.47 eV [41]) is close to that of the E250 peak (Ea ~
0.44 eV). The high thermal stability of the E250 peak is
also expected for this complex defect [41]. We therefore
assign the E250 peak to the D center.
The E180 peak is among a few defect levels that are
stable at 1600 °C. With the activation energy Ea ~ 0.4 eV
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attributed to acceptor levels of the substitutional Ti.
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needed for identification of their origin.
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V. SUMMARY
In summary, we have observed several defect levels
in irradiated HPSI 4H-SiC by PICTS. EPR studies on the
same material reveal vacancies, divacancies and C
vacancy-antisite pairs as dominating defects in samples
annealed at different temperatures. Based on the data
from PICTS and EPR in annealing studies, the deep
levels E370 and E700 are assigned to the charge
transition levels (0|–) and (+|0) of the C antisite-vacancy
pair, respectively. Our result suggests that the (+|0) donor
level of the CSiVC center at ~EC – 1.07 eV is responsible
for the semi-insulating properties HPSI 4H-SiC materials
with an activation energy of Ea ~1.1 eV, which was
previously attributed to either the single acceptor (0|–)
level of VC or the (1–|2–) level of CSiVC [13]. With the
annealing of the CSiVC center at 1200 °C and the stability
of the C vacancy at 1600 °C as observed in our
experiments, we reassign the change of the activation
energy in HPSI 4H-SiC materials after annealing at 1600
°C from ~1.1 eV to ~0.6 eV as observed in Ref. [13] to
the shift of the Fermi level from the (+|0) donor level of
CSiVC (at ~EC – 1.07 eV) to the (2–) double acceptor level
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Table I. The activation energy and capture cross section
of deep levels observed by PICTS in irradiated and
annealed HPSI 4H-SiC. Some of the peaks show a large
uncertainty in the activation energy and capture cross
section due to overlapping with other signals.

PICTS Annealing
peak range (C)

σ∞
(cm2)

Assignment

E110 1000-1400 0.11 − 0.22 1×10-17
−4×10-13

Ti [5,44]

3×10-18

Ti [5,44]

E140
E150

1600

0.13

200-600

0.2 − 0.3

E160 1000-1600
E180

8

Ea
(eV)

1600

-17

9×10
S1(?) [8,28]
−1×10-13

0.35

9×10-11

B [39,40]

0.40

1×10

-10

HS1 [42]

9×10

-12

D-center
[40,41]

E250

400-1600

0.44

E270

400-1600

0.6 − 0.7

5×10-12
– 5×10-10

E310

800-1400

0.5 − 0.6

5×10-16
– 7×10-14

E340

200-800

0.7 − 0.9

4×10-13 S2 (?), EH4
– 7×10-11 [8,28,29]

E370

1000

0.72

1×10-13

E380

1200

0.81

5×10-13

E700

1000

1.07

1×10-16

Z1/2 [5,7]

CSiVC−
CSiVC0

PICTS intensity
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E140
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E110
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E380
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600°C
E150 E200 E270
E340

100
200
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Temperature (K)
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3100

EI3

VC+
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9.415 GHz, B||c
T=80 K, in dark
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Magnetic field (G)
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EPR intensity (linear scale)
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HPSI 4H-SiC
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anneal: 1000 oC
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